Lithium Battery UN38.3 Test Summary

UN38.3 MMt E
UN38.3 Test Summary

IR CRIGCABRAET D 55 38.3 A % 8L h T B 81 eh T 20 3047 G B 175 O M

Lithium cell or battery test summary in accordance with sub-section 38.3 of Manual

of Tests and Criteria

Product Name
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Rechargeable Li-ion Battery
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Sample Model
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Basic parameter
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Product Type
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Single cell lithium ion battery

3.8V, 6580mAh T ;
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Rated Energy
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Lithium Content

25.00Wh
s

Sample Mass
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Sample Physical
description
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Approximate Silver Cuboid

89.0g
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Client
T

SHENZHEN JIA JIN YUAN TECHNOLOGY CO., LTD.
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Client Address
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F2, F3, 4 Building, Hengye Industrial Park, Heping Community, Fuyong Street,
Bao'an, Shenzhen, China
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Manufacturer
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SHENZHEN JIA JIN YUAN TECHNOLOGY CO., LTD.
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Manufacturer
Address
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F2, F3, 4 Building, Hengye Industrial Park, Heping Community, Fuyong Street,
Bao'an, Shenzhen, China
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Factory
T

SHENZHEN JIA JIN YUAN TECHNOLOGY CO., LTD.
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Factory
Address
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F2, F3, 4 Building, Hengye Industrial Park, Heping Community, Fuyong Street,
Bao'an, Shenzhen, China
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Manufacturer’s
contact
information
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Phone number

. +86-755-29408500
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Email address

Hy T MR Hh it wsh@gdszjjy.com

Website
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WWW.ZgsZjjy.com
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Lithium Battery UN38.3 Test Summary

UN38.3 Test Report Test Date
No. NCT22010212XB1-1 N 2022.04.07-2022.04.21
UN38.3 Jll 4k i = AT [H]

Test No. #lid%e S Test item #liA25 H Conclusion 458
o AR Pass &%

Altitude simulation

N &\
Thermal test i5 % Pass &%

Vibration #%zh Pass &%

Shock 7 Pass &%

External short circuit #M#E5EE Pass &%
Impact/Crush # /7 & Pass &1
Overcharge it FE 7 H Pass &1&

Forced discharge 72 # 5 Pass &%

UNITED NATIONS “Manual of Tests and Criteria’ (ST/SG/AC.10/11/Rev.7 Section
38.3)

e (R ETI) S-0EITHE 38.3 1.

Test Reference

A

Assembled Battery :
Description Not applicable for 38.3.3(f), 38.3.3(g).

A By 9t 2L 3 AHEM 38.3.3(f), 38.3.3(g)MiRER.

Test Laboratory Shenzhen NCT Testing Technology Co., Ltd.
P RE = AN AT R AT

2A, 2/F., Building C and 1/F., Building B, Mianshang Younger Pioneer Park, Hangcheng
Road, Gushu, Xixiang Street, Bao'an District, Shenzhen, Guangdong, China
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Test Lab’s Address
WS S HhhE

Test Lab’s Phone
PSS 5 T
Test Lab’s Email
8 52 50 = B
Test Lab’s Website
PS5 5 P hE

+86-755-27790922

sales@nct-testing.com

http:/Awww.ncttesting.com

Tested by Michoel Lei Test Engineer

FHA Michael Lei LTI

Inspected by H«'ﬂéj W"‘%" Technical Manager
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Hely Wang

Approved by /%( ’h MW Technical Director
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Boris Lin
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