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Consignor Shenzhen Huafurui Technology Co., Ltd.
RN 51 A B F A BR 4 B]/Shenzhen Aerospace Electronic Co., Ltd.
AR Mgy YN R X RIRATER DA XIRATAE 42 522 . 4)2 . 5JR/2/F, 4/ F&S/
F, No.42 Langkou Industrial Zone, Langkou Community, Dalang Sub-district, Longhua
Manufacturer District, Shenzhen City, Guangdong Province, China.
B iE/Tel: +86-15914157024 HEFE/Mail: 15914157024@163.com
AN iy 388 AT A B A PR 4 7] /Shenzhen TCT Testing Technology Co., Ltd.
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3k B s 2101 & 2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Subdistrict, Bao'an
Test Lab District, Shenzhen, Guangdong, China
HiE/Tel: +86-755-27673339 HEFE/Mail: tom@tct-lab.com
ik /Website: http://www.tct-lab.com
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Name Jechdrggabie Battery/Cell Classification | Single Cell Li-ion Battery
Li-polymer battery
B o ik /
Type Trademark
i 5E B MERE
Normal Voltage i Rated Capacity Pomal
e ek REKT
Watt-hour rating el S peaenc: Silver Cuboid
Jfi & /Mass 56.0g 4 8/Li Content TiEH N/A
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Test Report Number TCTR2000780 Date of Test Report S
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Edition of UN Manual BeaE GRBAREFM) (58 7hRD 3837
of Tests and Criteria UN "Manual of Tests and Criteria" ST/SG/AC.10/11/Rev.7/Subsection 38.3
Used
T.1: =R i T.2: mERRE i pus T.3: #R3h pliibus
Altitude Simulation Pass Thermal Test Pass Vibration Pass
T4: M i T.5: ShERKERR T T.6: f#ET/HE liij s
Shock Pass External Short Circuit Pass Impact/Crush Pass
T.7: TERB i T.8: SRMHIHE jGibus /
Overcharge Pass Forced Discharge Pass
UN38.3.3(f) AE N/A UN38.3.3(g) | AERH N/A
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